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DALIAN JIEXUE WOOD CO., LTD .

98 LAHE ROAD JINZHOU DISTRICT DALIAN CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : WOODEN PRODUCTS .

SGS Job No. : NBHL2110016059CW - NB .

Client Ref. Information : . NATURAL WOOD COLOR .

Date of Sample Received : . 12 Oct 2021.

Testing Period : . 12 Oct 2021 - 19 Oct 2021 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

Dutch – Warenwetregeling verpakkingen en gebruiksartikelen (Commodity Act on 

Packaging and Consumer Products), Annex A, Chapter IX-Extractable Heavy 

metals..

PASS.

. .Approved Signatory .

Lucia Liu.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA21-219840.001 WOOD.Beige wooden spoon .

Remarks :

                 (1) mg/dm² = milligram per square decimeter

                 (2) mg/kg = milligram per kilogram

                 (3) ℃= degree Celsius

                 (4) < = less than

                 (5) MDL = Method Detection Limit

                 (6) ND = Not Detected ( < MDL)

Dutch – Warenwetregeling verpakkingen en gebruiksartikelen (Commodity Act on Packaging and Consumer 

Products), Annex A, Chapter IX-Extractable Heavy metals

Test Method : With reference to EN13130-1: 2004; analysis was performed by ICP-OES.

Sample 001.

Simulant Used : . 3% Acetic acid (W/V) aqueous solution ..

Test Condition : . 40.℃  1.0.hr(s).

MDLTest Item(s). Max. Permissible 

Limit.

Unit. Test result.

First.---Migration times.

6.0.-dm²/kg.-Area/volume.

ND.0.1.mg/kg.0.1.Chromium(Cr).

ND.0.1.mg/kg.1.Boron (B).

ND.0.25.mg/kg.5.Copper (Cu).

ND.0.01.mg/kg.0.01.Arsenic(As).

PASS.Conclusion.
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Notes :

(1) Test condition & simulant were specified by client. .

Sample photo: .

SHAHG2121984002

SHA21-219840.001 .

SHAHG2121984002

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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